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MEMORANDUM

TO: Warren Dixon
USEPA Region IV

FROM: M. Doug Driver

DATE: November 18, 1990

SUBJECT: Analytical for Prairie Metals
2310-90-1501

cc: Timothy L. Morrow
John Cox

The following are the TCLP results on the eight metal compounds
of the 20% mixture with a 20-day cure time.

Arsenic <0.01

Cadmium <0.05

Chromium 0.78

Lead <0.10

Mercury <0.01

Selenium <0.01

Silver <0.10

Barium <10

The MEP tests are in process now.
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